<l> Qiming Casting

Quantity:

Chrome + Ceramic Crusher Blow Bars

20 PCS

Drawings No: SW-TG-YBC-93-9
Chemical Analysis

—

h)

Date: 2022-03-007

Checking C Si Cr Mo Ni Mn S P
Item
Value 3.29 0.75 25. 39 0. 66 0.59 0.79 | 0.0256 | 0. 0243
” Size (mm)
- GB/T 6414-2017 CT11
Pass
112543 | 26512 | 90+0.5/-2 | 14+0/-2 | 14+0/-2 | 178+2.5 | 8712 a7+2 | Al
1 1126 | 266.5 89.9 13.2 13.3 178.9 87.3 46.7 0K Passed
2 1126 | 266.2 90. 3 13.1 13.4 179. 2 87.6 46.6 0K Passed
3 1127 | 266.1 90. 2 13.3 13.5 178.7 87.5 46.5 Ok Passed
4 1126 | 266.3 89.7 13.3 13.2 179.0 87.4 47.1 Ok Passed
=. Hardness, Tinted flaw detection, Appearance
Series
Hardness | .y ied Appearance Weight Pass
HRC flaw
detection
1 62. 2 0K 0K 213.2 Passed
2 61.5 OK 0K 213.5 Passed
3 61.4 0K OK 213.1 Passed
4 62. 2 0K 0K 213.2 Passed
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